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Geochemical

Lab Report

Bondar-Clegg, Inc.

1J980 West Cedar Dr.

i Jcewood, Colorado 80228
(*3)989-1404

BONDARCLEGG

REPORT: 098-1558 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j, barron

project: none listed_____ ________________________________________ date printed: 21-dec-ss

NUMBER OF LOWER
order ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 46 0.002 OPT Fire Assss

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 46 2 -150 46 Assea Prep 46
Excessive Wetness 871
Semple PicLup 1

ndar-Clegg, Inc. 
I Y80 \\est Cedar Dr. 
tl twood, Colorado 80228 
( lU3) 989-1404 

REPORT: 098-1558 (COMPLETE) 

CLIENT: BROHM MINING CORP, 
PROJECT: NONE LISTED 

ORDER ELEMENT 

1 Au Gold 

I SAMPLE TYPES NUMBER 

D DRILL CORE 46 

REMARKS! FINAL RESULTS ARE REPORTED, 

BC 
BONDAR-a.EGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

46 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 46 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTEII BY! J, BARRON 
DATE PRINTED! 21-DEC-88 

METHOD 

Fire Assas 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep 46 
Excessive Wetness 871 
Sa1Ple Pickup 1 

INVOICE TO! MR, JIM BARRON 



Geochemical

Lab Report

Kondar-Clegg, Inc.

LJ980 West Cedar Dr.

Lakewood, Colorado 80228

(W) 989-1404

BONDARCLEGG

REPORT: 098-1558 project: none listed page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-517-635-640 0.008 D2 R88-517-835-840 0,013
D2 R88-517-640-645 0>020 D2 R88-517-840-845 0.006
D2 R88-517-645-650 0,011 D2 R88-517-845-850 0.008
D2 R88-517-650-655 0,012 D2 R88-517-850-855 0.010
D2 R88-517-655-660 0,011 D2 R88-517-855-860 0,011

D2 R88-517-685-690 0.012
D2 R88-517-690-695 0,025
D2 R88-517-695-700 0,073
D2 R88-517-700-705 0,018
D2 R88-517-705-710 0.010

D2 R88-517-710-715 0.005
D2 R88-517-715-720 0,017

D2 R88-517-720-725 0,015
D2 R88-517-725-730 0.017
D2 R88-517-730-735 0.011

D2 R88-517-735-740 0.044
D2 R88-517-740-745 0,020
B2 R88-517-745-750 0,012

D2 R88-517-750-755 0,015
D2 R88-517-755-760 0.015

D2 R88-517-760-765 0.030
D2 R88-517-765-770 0,047
D2 R88-517-770-775 0.147
D2 R88-517-775-780 0,127
D2 R88-517-7S0-785 0.560

D2 R88-517-785-790 0.013
D2 R88-517-790-795 0.015
D2 R88-517-795-800 0,008
D2 R8S-517-800-805 0.008
D2 R88-517-805-810 0.008

D2 R88-517-810-815 0.003
D2 R88-517-815-820 0.005

D2 R88-517-820-825 0.005
D2 RS8-517-825-830 0,004
D2 R88-517-S30-835 0.005

ndar-Clegg, Inc. 
17.980 West Cedar Dr. 
Lc'!kewood, Colorado 80228 
( 3) 989-1404 

REPORT! 098-1558 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 RSS-517-635-640 
D2 RSS-517-640-645 
D2 RSS-517-645-650 
D2 RSS-517-650-655 
D2 RSS-517-655-660 

D2 RSS-517-660-665 
D2 RSS-517-665-670 
D2 R88-517-670-675 
D2 R88-517-675-680 
D2 RSS-517-680-685 

D2 R88-517-685-690 
D2 RSS-517-690-695 
D2 RSS-517-695-700 
D2 R88-517-700-705 
D2 RSS-517-705-710 

D2 RBB-517-710-715 
D2 RBB-517-715-720 
D2 RSS-517-720-725 
D2 RSS-517-725-730 
fl2 RSS-517-730-735 

D2 RSS-517-735-740 
D2 RSB-517-740-745 
D2 RSS-517-745-750 
fl2 RSS-517-750-755 
D2 R88-517-755-760 

D2 RBB-517-760-765 
D2 RSS-517-765-770 
D2 RSS-517-770-775 
D2 R88-517-775-780 
D2 RSS-517-780-785 

D2 RSS-517-785-790 
D2 RSS-517-790-795 
D2 R88-517-795-800 
D2 RSS-517-800-805 
D2 RSB-517-805-810 

D2 R88-517-810-815 
D2 RSS-517-815-820 
D2 RSS-517-820-825 
D2 RSS-517-825-830 
D2 RSS-517-830-835 

Au 
OPT 

0.008 
0.020 
0.011 
0,012 
0,011 

0.022 
0,036 
0,007 
0.020 
0,015 

0,012 
0,025 
0,073 
0,018 
0,010 

0,005 
0,017 
0,015 
0,017 
0,011 

0,044 
0,020 
0,012 
0,015 
0,015 

0,030 
0,047 
0, 147 
0,127 
0,560 

0,013 
0,015 
0,008 
0,008 
0,008 

0,003 
0,005 
0,005 
0,004 
0,005 

BC 
-..DAR-CLEGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 RSS-517-835-840 0,013 
D2 RBB-517-840-845 0,006 
D2 RSS-517-845-850 0,008 
D2 RSS-517-850-855 0,010 
D2 RSS-517-855-860 0,011 

D2 RSB-517-860-865 0,007 

Geochemical 
Lab Report 

PAGE 1 • 



- BONDAR CLEGG

V

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BRQHM MIMING CGRP. 

MR. JIM BARRON 
P.O, BOX 485 
DEADWOOD» SB 

57732

Invoice t 13430* 1

Bate 23-DEC.- 88

Report No! 

P r o J © c t ! 
Reference!

098-1558 
NONE LISTED 
NONE LISTED

a' 46 Analyses of Gold at % 6.50 * 299.00
Subtotal $ 299.00 * 299.00

Sample Preparation
46 Samples of Assay Prep at % 3.00 $ 138,00

871 Samples of Excessive Wetness at % 0.15 $ 130.65
1 Sample of Sample Pickup at *1 2.00 $ 12.00

Subtotal $ 280.65 % 280.65

Miscellaneous Charges
4% S.D. STATE SALES TAX * 9.39
2% OEADWOOD Cl TV SALES TAX $ 4.69

Subtotal $ 14.08 $ o C
O

Invoice Total! $ 593.73 U.S.

r, < I /
C- s

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
.; BONOAR·C 

BROHM MINING LORP. 
~iR • JIM BARRON 
F·.o. BOX 485 
P.f:ADWOO[l, SD 
!)7732 

I 

•16 ,~r,,31\:!St.'!:. of Gold 
S1.1l.:1'\,t) l.d 1 

s~ruPle Prf-"Pi::1',:d. 101, 
46 Samples LJf Assd~ Pre~ 

al. $ 

cd, $ 

c:l, <t ., 

InvoiGt> 

[ta t.e 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

:23-· DE C-·88 

Rer:-ul't No! 
Frc.,jfi•c:t 
Refe rcrll.:e ~ 

098-1558 
NO ti E L J S TED 
NONE LISTED 

t,, 50 $ 279.00 
$ 29?.00 .. 299,0,:) ~ 

3.00 ·J; 138,00 
0 .1 G $ 130. 6 ~i 87l Sa111r·l~:><::. of E;:Cf.:'Sbive Wet11ob-.., 

1 3 a 111 r, J e o " S <:l ,;, P l t.• P i c k u i-: .t $12.00 ·i 12.00 
ui.) to t"'l 

M1sc~llsneou~ ChorSe½ 
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

~\1.1b t.u t. ,3 l 

InvoicE:.1 Total: 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

$ 

280.63 

9. ~::9 
4,69 

t4.08 

t 

~ 280 + ~I ~i 

1 L 1)8 

$ 593.73 u.s. 
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12980 Cedar Dr. 
Lakewdod, Colorado 80228
(303) 989-1404

< BONDAR-CLEGG

Bondar-Clegg, Inc. 
. 12980 V.~ t Cedar Dr. 

1.ah:\\ood, Colorado 8022 
(303) )l\9-1404 

' , 

BROHN MINING CORP, 
HR, JIH BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

I 
+ t 

BC 
BON -a.EGG 

+ t t 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.

12980 W(fet Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

Geochemical

Lab Report

REPORT; 098-1609 ( COMPLETE ) REFERENCE INF0J NONE LISTED

client: brohm mining corp, submitted by: j, barron

project: none listed date printed: 21-dec-ss

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 16 0,002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 16 2 -150 16 Asses Prep 16
Excessive Wetness 370
Seisple Pickup 1

remarks; final results are reported,

I 

Bondar-Clegg, Inc. 
' 12980 \\ t Cedar Dr. 

Lakew , Colorado 8022{! 
(303) 989-1404 

REPORT: 098-1609 (COMPLETE) 

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

16 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
NL' 'IM ...-u.-•. , UH 

BC 
BON -CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

16 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

16 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 21-DEC-88 

METHOf! 

Fire Assa!:! 

SAMPLE PREPARATIONS NUMBER 

Assa!> Prep 
E>:cessi ve Wetness 
SamPle Pickup 

16 
370 

1 

INVOICE TO: MR, JIM FARRON 



Bondar-Clegg, Inc.

' 12980 West Cedar Dr.

Lakewcod, Colorado 80228

(303^989-1404

BONDAR-CLEGG

Geochemical

Lab Report

REFORT*. 09S-16Q9 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-517-890-895 0,016
D2 RS8-517-895-900 0.017
D2 R88-517-900-905 0,007
D2 R88-517-905-910 0,002
D2 R88-517-910-915 0.003

D2 R88-517-915-920 <0,002
D2 R88-517-920-925 0.002
D2 R88-517-925-930 0,007
D2 R88-517-930-935 <0,002
D2 RSS-517-935-940 <0,002

B2 R88-517-940-945 0*002

BBOHW IWMIMG CO*

inn

Bondar-Clef,g, Inc. 
' 12980 v..lst Cedar Dr. 

Lakewood, C,0lorado 8022& 
(303 989-1404 

REPORT! 098-1609 

SAMPLE 
NUHBER 

ELEMENT 
UNITS 

D2 RSS-517-865-870 
D2 RBB-517-870-875 
D2 RBS-517-875-880 
D2 RSB-517-880-885 
D2 RBS-517-885-890 

D2 RBB-517-890-895 
D2 RSB-517-895-900 
D2 RBB-517-900-905 
D2 RSS-517-905-910 
D2 RBB-517-910-915 

D2 RBB-517-915-920 
D2 RBB-517-920-925 
D2 RSB-517-925-930 
r12 RBB-517-930-935 
D2 RSS-517-935-940 

D2 RBB-517-940-945 

Au 
OPT 

0,017 
0,028 
0,008 
0,014 
0,010 

0,016 
0,017 
0,007 
0,002 
0,003 

<0,002 
0,002 
0,007 

<0,002 
<0,002 

0,002 

BC 
BONDAR-ClE.GG 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR* JIM BARRON 
P . G * BOX 435 
HEAOWOOD* SB 

57732

Invoice ♦ 134?6> PaSe 1

Date t 23-DEC-88

Report Mo: 098-160?

Project t NONE LISTED 
Reference: NONE LISTED

/1 v—^
•> ' 16 Analyses* of Gold at $ 6.50 $ 104.00

Subtotal $ 104.00 $

oo*?oT
0*

Sample Preparation
16 Samples of Assay Prep at t 3.00 t 48»00

370 Samples of Excessive Wetness at $ 0,15 $ 55,50
1 Sample of Sample Pickup at $12.00 $ 12,00

Subtotal $ 115,50 $ 115,50

Mi.see 11 aneous Charges
4% S * D. STATE SALES TAX i 3.98
2% DEADW00 CITY SALES TAX $ 1.99

Subtotal % 5.97 i 5.97

Invoice Total: $ 225,47

rsr - c 11 ('(cr )

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

, 

BRnHM M1 NlrlG c0~r. 
MR. ~J H f<M.F:Oil 
P.O •. ,OX 8"3 
It Er (I W O 11 , S J't 

r 32 

" 16 (w l"!:..0 of Gold 
Sub to~ l 

~ m· l'"° Pre·••Hc..llu1, 
1 6 C, C, lfl 1 \:! ~ \.I f () '•· . ~ '.-_! F' J' \:.: p 

. 7•' S.a,:•10!• u!" E,.C.f'-..,::.-.1·_.\,> Wt:>l.ni.:.~ 
1 5.-J~II 1' of Scrn1F•i1~ Flt.1-.ltP 

ScJLl to L,· l 

h 1 •· 1:- L' l 1 a 1 , e ·, 11 s C l; ... , .:.l u .~ 
1% s.n. STATE SAL~s TAX 
'¥ JEADWOO CITY S~L:5 T1X 

Sub t.o t."' 1 

... 
I I 

( 

C> t $ 

c3 l, !!' 
ct. '!: 
oL 

I l't. t; 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

F ' t! I 

.2 -·DEL-8 ~ 

R : ur-t r o: 098-1-'.>09 
F r11Jt•o:..t ' NON.:. LI;:H D 
~-t~fer·ence, tlot E I I=TED 

c,. 50 

3,00 
0, 1 :::i 

1~.00 

~ 
~ 

.,, 
t. 
$ 

$ 

$ 

$ 

1 1v .• 00 
101. 0 

118. 00 
5~ ~ 5'J 
1 '.?. C,O 

11~,.~: 1.) 

-. • 9Cl 

l • 0 9 
5,97 

$, t04.00 

$ 11 '"i. ::;o 

$ ~2::;.4 ... u.s. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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liondar-Clegg, Inc. %

12980 West Cedar Dr. 
Lakewood, Colorado 80228 

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical 

Lab Report

REPORT! 098-1549 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client; brqhm mining corp. submitted by: j. barron

PROJECT: NONE LISTED DATE PRINTED: 2I-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 37 0.002 OPT Fire Assas

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 37 2 -150 37 Assay Prep 37
Sample Pickup 1

remarks; final results are reported.

REPORT COPIES TO*. MR, JIM BARRON 

_____________________________ MR, JIM BARRON

I

INVOICE to: MR. JIM BARRON

r 

ndar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Co orado 80228 
(303) 989-1404 

REPORT! 098-1549 ( COMPLETE ) 

CLIENT! BROHM MININ6 CORP, 
PROJECT! NONE LISTED 

ORDER ELEMENT 

Au Gold 

SAMPLE TYPES 

It DRILL CORE 

NUMBER 

37 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MR, JIM BARRm~ 

BC 
BONDAR-CLEGG 

' 

NUMBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED! 21-DEC-88 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

37 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 37 

Fire Assa\/ 

SAMPLE PREPARATIONS NUMBER 

Assa\/ Pre? 
Sal!IPle Pickup 

Hl!JOICE TO! MR, JIM BARRON 

37 
1 



Bondar-Clegg, Inc. •'

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical

Lab Report

REPORT! 098-1549 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-517-0-5 0,048
D2 R88-517-5-1Q 0,019
B2 R88-517-10-15 0,012
D2 R88-517-15-20 0,004
D2 R88-517-20-25 0,006

112 R88-517-25-30 0,005
B2 R88-517-30-35 <0,002
D2 R88-517-35-40 0,004
D2 R88-517-40-45 0,003
D2 R88-517-45-50 <0,002

D2 R88-517-125-130 0,016
D2 R88-517-130-135 0,012
D2 R88-517-135-140 0,025
B2 R88-517-140-145 <0.002
B2 R88-517-145-150 0,029

D2 R88-517-150-155 0.012
D2 R88-517-155-160 0.010
D2 R88-517-160-165 0,013
D2 R88-517-165-170 0,019
D2 R88-517-170-175 0,018

D2 R88-517-175-180 
D2 R88-517-180-185

0t 038 
0,018

ndar-Clegg, Inc. ·• 
12980 \\tt"St C .xlar Dr. 
I akewood, Colorado 80228 
(303) 989-1404 

l REPORT! 098-1549 

~ SAMPLE ELEMENT 
NUMBER u~ms 

D2 RBS-517-0-5 
D2 R88-517-5-10 
D2 R88-517-10-15 
D2 R88-517-15-20 
D2 R88-517-20-25 

D2 R88-517-25-30 
D2 R88-517-30-35 
D2 R88-517-35-40 
D2 RBB-517-40-45 
D2 RBB-517-45-50 

D2 R88-517-50-55 
D2 RBB-517-55-60 
D2 R88-517-60-65 
D2 RBB-517-65-70 
D2 R88-517-70-75 

D2 R88-517-75-80 
D2 RBB-517-80-85 
D2 R88-517-85-90 
D2 RBB-517-90-95 
D2 RB8-517-95-100 

D2 R88-517-100-105 
D2 R88-517-105-110 
D2 R88-517-110-115 
D2 RB8-517-115-120 
D2 R88-517-120-125 

D2 R88-517-125-130 
D2 RBB-517-130-135 
D2 R88-517-135-140 
D2 R88-517-140-145 
D2 R88-517-145-150 

I D2 R88-517-150-155 
D2 R88-517-155-160 
D2 R88-517-160-165 
D2 RB8-517-165-170 
D2 R88-517-170-175 

D2 R88-517-175-180 
D2 R88-517-180-185 

Au 
OPT 

0.048 
0,019 
0.012 
0,004 
0,006 

0,005 
<0,002 
0,004 
0,003 

<0.002 

0,004 
<0,002 
0,003 

<0,002 
0,002 

<0.002 
0,011 
0,009 
0,007 
0,007 

0,004 
0,003 
0,007 
0,017 
0,010 

0,016 
0,012 
0,025 

<0,002 
0,029 

0.012 
0,010 
0,013 
0,019 
0,018 

0,038 
0,018 

BC 
BONDAR-CLEGG 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHH MINING CORP, 
MR. JIM BARRON 

P.O. BOX 485 
DEADWOOD? sd 

57732

Invoice . 13470? Pa Me 1

Date t 23-DEC-88

Report No: 098-154? 
Project : NONE LISTED 
Reference: NONE LISTED

/

Analyses of Gold 
Subtotal

at $ 6.50 * 
*

240.50

240.50 240.50

Sample Preparation
3? Samples of Assay Prep 
h Sample of Sample Pickup 

/ Subtotal

at % 3.00 $ 111.00
at $12.00 $ 12.00

* 123.00 $ 123.00

Mi see 1.1 sneous Chardes

4% S.D. STATE SALES TAX 

27. DEADWOOD CITY SALES TAX 
Subtotal

$ 3.44
% 1.72
$ 5.16 % 5.16

Invoice Total: $ 368.66 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

\ 
•' c · 

BONDAR-CLEGG 

BRUHM MINJNG CORP. 
MF:, .JIM Bf.iRF~OM 
P.O. BOX 4W:i 
DE?1DWOOD, 3D 

I v- \ ¼7 An ·1 1 ·~ '!!- ~• s Cl f Go 1 d 
l St.1b t.c.1t3l 

SamPle PrePar~tion 
37 SamPles of ~ss~~ Prep 

..... 

2t. $ 

;;;t t 

I n•:u .1 Ct:> 

Boodar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

13470, 

Dole 23-DEC-·88 

RePcrL No: 098-1519 
ProJect NONE LISTED 
F:~"' fe ;''::!r1ct~; MONE L. ISTEit 

c.\. '."iO 'd! 2 ,•1 (; • ~~~ () 
4 2AO. ~;o $ 2 10. ~.:; 0 

~LOO i 111 .c,o 
1 SamPle of SamPle Pickup 

Subtotal 
at $12.00 'I, 12.00 

Miscellaneous Charses 
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES T~½ 

Subt.otc?l 

17 ( ( 
\_ - / 

<;: ... -- ' 

Irivoi.ua Tot.~1; 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

1i 1.23,00 $ :1.23.00 

3.44 

5.16 ~3. 1 t. 
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Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-1553 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: erohm mining corp, 
project: none listed

SUBMITTED BY: J, BARRON 
DATE PRINTED! 14-BEC-S3

ORDER ELEMENT
NUMBER OF 
ANALYSES

LONER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 16 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 16 2 -150 16 Assay Prep 16
Sample Pickup 1

remarks: final results are reported.

REPORT COPIES TO! MR, JIM BARRON 
MR, JIM BARRON

INVOICE to: MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lake~ood. Colorado 80228 
(303) 989--1404 

l 

l 
REPORT! 098-1553 (COMPLETE) 

CLIENT! BROHM MINING CORP, 
PROJECT! NOME LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

16 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MR, JI/'! BARRON 

BC e.- DAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIHIT EXTRACTION 

16 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

16 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 14-DEC-88 

METHOD 

Fire Assa!:! 

SAMPLE PREPARATIONS NUMBER 

Assa!:! Pre? 
Sa111?le Pickup 

16 
1 

INVOICE TO! MR, JIM BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BONDAR-CLEGG
i

REPORT! 098-1553 project: none listed page i

SAMPLE ELEMENT An
NUMBER UNITS OPT

B2 R88-517-185-190 0,032
D2 R88-517-190-195 0.010
D2 R88-517-195-200 0.016
D2 R88-517-200-205 0.013
D2 R88-517-205-210 0,016

D2 R88-517-210-215 0.038
D2 R88-517-215-220 0,035

D2 R38-517-220-225 0,027
B2 R88-517-225-230 0,012
D2 R8S-517-230-235 0.002

.OJ r

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1553 

SAMPLE ELEHENT 
NUMBER UNITS 

D2 RBB-517-185-190 
D2 RBB-517-190-1 95 
D2 RBB-517-195-200 
D2 RBB-517-200-205 
D2 RBB-517-205-210 

D2 RBB-517-210-215 
D2 F:88-517-215-220 
D2 RSS-517-220-225 
D2 RBB-51 7-225-230 
D2 RBS-517-230-235 

D2 F:88-517-235-240 
02 RBB-517-240-245 
D2 RBB-517-245-250 
D2 RBB-51 7-250-255 
D2 RBB-517-255-260 

D2 RBB-517-260-265 

Au 
OPT 

0,032 
0.010 
0,016 
0,013 
0,016 

0,038 
0,035 
0,027 
0,012 
0.002 

0,004 
0,004 
0,006 
0,115 
0,033 

0,006 

.. 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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I

BONDAR-CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BRQHM MINING CORP, 
MR, JIM BARRON 
P,0, BOX 485 
BEADWOOD» SD 

57732

I n v o i c e 13414? Passe 1

D a t e : 1S-DEC-88

Report NoJ 098-1553 

Project ; NONE LISTED 
Reference! NONE LISTED

Analyses of Gold 
Subtotal

Sample Preparation
16 Samples of Assay Prep 

1 Sample of Samp1e Pickup 

Subtotal

Miscellaneous Charges

4% S.D. STATE SALES TAX 
2% DEADWOGD CITY SALES TAX 

Subtotal

at $ 6,50 * 104,00
$ 104,00 $ 104,00

at $ 3,00 $ 48,00
at $12,00 $ 12,00

% 60,00 $ 60,00

$ 1.76

$ 0.88
$ 2,64 $ 2,64

Invoice Total; $ 166,64 U*S,

V v'«3 V.J
C N

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

,. ·ec 
·' BONDAR-ClBiG 

BROHM MINING CORP. 
MR. JIM Bt".iF:RON 
P.O. BOX ·-18:::i 
DEi=H•WOOD, SD 

Invoicf-' 

Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 

15·- DEC-.. 88 

Report No: 098-1553 
Pro~.i,?ct NOnE LISTED 
Reference: NONE LISTED 

. /"1J 6 ih,Q l ·,is.es c.lf' Go 1 d 
( 

I VV--
\ Subtotal 

.~t. -$ 6"50 $ 104 ,00 
$ 10·-t,OCi i l 0·1 ,00 ... 

Sa~Fle PreParalion 
16 SamPl8~ of Assd~ PreP 

1 Sample of SsmPle Pickup 

Misc.-ellan1?1ous. Ch;:.,rs•:?i., 
1% S.D, STATE SALES TAX 
2? DEADWOOD CTTY S~LES TAX 

E~ u t, t ..;; t a l 

ct. $ 3. 00 
,d,. $12.00 

J n ',/ • .. • .l CL' TO t ;,· 1 : 

I I 

. I '· '-

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

t 
$ 

l 

$ 

•1R. 00 
1:?,-00 
60.0·') 

1 -·, , ., .' w 

(l,BB 

$ 60,00 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

i

Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

L_ 

t 

BROHi'! MINING CORP, 
MR, JIM BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

t 

BC 
BO DAR-Cl.EGG 
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Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404
BC
BONDAR-CLEGG

REPORT*, 098-1555 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

client: brohm mining cqrp. submitted by: j, barrgn

project: none listed date PRINTED: 14-DEC-S8

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 14 0,002 OPT Fire Asset#

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 14 2 -150 14 Asset# Prep 14
Semple Pickup 1
Excessive Wetness 209

REMARKS: FINAL RESULTS ARE REPORTED,

REPORT COPIES TO: MR, JIM BARRON INVOICE TO: MR, JIM BARRON

MR, JIM-BARRON —

Bondar-Clegg, Inc. 
12980 \\t: t Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1@ 

REPORT: 098-1555 ( COMPLETE l 
'------

i---CLIENT: BROHM MINING CORP, 
L_ PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

14 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: MR, JIM BARRON 
Mt' ITII "'"" ""'nnu 

BC 
BONDIUl·CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

14 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

14 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 14-DEC-88 

METHOD 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Pre? 
Sa111?le Picku? 
E>:cessi ve Wetness 

14 
1 

209 

INVOICE TO: MR, JIM BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404
BC
BONDAR CLEGG

REPORT! 098-1555 project: none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

------------------------------------------------------------------------------------------------------------------------------------------------------------------ —---------------
D2 R88-517-565-570 0,010 
D2 R88-517-570-575 0,014 

P2 R83-517-575-580 0,025 
D2 R88-517-580-585 0.022 
D2 R88-517-585-590 0,009

B2 R88-517-590-595 0,014
D2 R88-517-595-600 0,074
D2 R88-517-600-605 0.068
D2 R8S-517-605-610 0,040
D2 R88-517-610-615 0.038

D2 RS8-517-615-620 0.03S
D2 RS8-517-620-625 0,052

D2 R8B-517-625-630 0,023
D2 R88-517-630-635 0,012

r

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
1.akeY.ood, Colorado 80228 
(303) 989-1404 

-~ 

REPORT! 098-1555 

• 

SANPLE ELENHH 
NUNBER UNITS 

D2 R88-S17-56S-S70 
D2 RBB-517-570-575 
D2 RBB-517-575-580 
D2 R88-S17-S80-58S 
D2 RSS-517-585-590 

~--
D2 RSS-517-590-595 
D2 RBS-517-595-600 
D2 P.88-517-600-605 
D2 RSS-517-605-610 
D2 R88-517-610-615 

D2 RSS-517-615-620 
D2 RSB-517-620-625 
D2 RBB-517-625-630 
D2 R88-517-630-635 

-----
r 

'-- -

Au 
OPT 

0,010 
0,014 
0,025 
0,022 
0,009 

0,014 
0,074 
0,068 
0,040 
0,038 

0,038 
0,052 
0,023 
0,012 

BC 
BO DAR-CLEGG 

Geochemical 
Lab Report 

PROJECT: NONE LISTED PAGE 1 I ! 

"• 

t 
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BONDAR-CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORF. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD> SD

Invoice 1 13413? Pasle 1

Date : 15-DEC' -S3

Report No! 088-1555
Project : NONE LISTED 
Reference: NONE LISTED

1^4 Analyses of Gold at $ 6.50 $ 91.00
Cv Subtotal $ 91,00 $

ooC
r

Sample Preparation
.14 Samples of Assay Prep at $ 3.00 $ 4 2,00

1 S a m p 1 e o f S a m p 1 & P i c k u p sl $12.00 $ 12.00
209 Samples of Excessive Wetness at $ 0.15 $ 31,35

Subtotal * 85,35 $ 85,35

Mi seel 1 aneous Cha rsies
4Z S.D. STATE SALES TAX $ 2.85

2% DEADU00D CITY SALES TAX $ 1.43
Subtotal $ 4.28 $ 4,28

In voice Total I $ 180,63

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR:CLEGG 

Bf'(lHM 1-lINiilG rQf·H 
IH' • J ! ,1 P. AF: RON 
i=-.o. ,:o· 4c,:.) 
1,~~hDWOCIV, S'f• 
C -, ·• ~ ,-. 
_, -· ~ 

1"7l hnc:l'.:lst•\.. of Gold 
~~:Jb tot .. , 1 

S .,, a, :•• l E· F r e f'• cl r ill- t. i <J r, 
J4 Samrl~; of A$SB~ Pr~P 

.;• t $ 

;,l ~-

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

D le L5-DEC-88 

Rerort rlu: 098-15~5 
PruJvc.t NONE LISTED 
F:c fi::: r-c:-nct;; NOt!E' LISTED 

., .50 $ 91 .. (i ~· 

$ 91 .oo Q1 

3.00 $ l:2.(1 0 

.oo 

·:. s "': m ~- l (? Ct r s 2 J\J p 1 fl F' i (. I. IJ ; 2- t. $1:2,1.)(, 'l' 12.00 
20'7' s~.rn,;,le,,, of E:,t:f1SS-i'h.:• !,.J!-,itr1fl<:;.~ 

S1sblot2-l. 

Ml~ CE! 11 ·irHZ-UtJS Chc: l <,:10!c 

l¾ S.D. STATE SALES TAX 
2% DE~DWOOD CITY SALES TAX 

Subl:.olal 

dl ;t, 

T11vc.dcc.> Toti:.d: 

J 

I) • .1.5 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

$ 

1 
11 • ,!,5 
,,....~.. 7r.N 
C:• ~J t ...,.l 1..,I 

2+85 
1,•D 
L :!8 

$ B'"\ .. 3~; 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado £0228
(303) 989-140^ ■

BONDARCLEGG

t 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado ~0228 
(303) 989-1~ .. 

BROHN HININ6 CORP, 
HR, JIH BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

t 

BC 
BONDAR·CLEGG 

t t t 

Geochemical 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado £0228

(303) 989-1404.

BONDAR-CLEGG

Geochemical

Lab Report

REPORT*. 098-1554 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT: NONE LISTED DATE PRINTED: I4-BEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Sample Pickup 1
Excessive Wetness 1359

Bondar-Clegg, Inc. 
12980 W<!St Cedar Dr. 
Lakewood, Colorado 228 
(303) 989-14()4, 

REPORT! 098-1554 <COMPLETE ) 

.. BC 
BO DAR-CLEGG 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

CLIENT! BROHN MINING CORP, SUBMITTED BY! J, BARRON 

L PROJECT :_N_o_NE=~L_I:=s~T_E=D======================================D=AT=E=P=R.!.'.._IN=TE=D=: =1..:.._4-=DE=c=-s=s==============~ IL ORDER 
NUMBER OF LOWER 

ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au Gold 60 0, 002 OPT Fi re Assa~ 

I ============================================================================.-' SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER 
I 

I D DRILL CORE 60 2 -150 60 Assa~ Pre? 60 
I Sample Picku? 1 
I Excessive Wetness 1359 

L-----=====================================-==-==-=-===~=======~ 
,- -R~MARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 

I 
I 
L_ 

I 
I 

I. 

l 

i 

""' ITU ~ 
INVOICE TO! MR, JIM BARRON 



k

Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, ColoradckJ0228 

(303) 989-140,3,
BC
BONDAR-CLEGG

Geochemical 

Lab Report

REPORT! 098-1554 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

B2 R88-517-265-270 0*013 B2 R88-517-465-470 0.020
D2 R88-517-270-275 0*030 D2 R8S-517-470-475 0.027
02 R88-517-275-280 0*052 B2 R88-517-475-480 0,031
02 R88-517-280-285 0.028 D2 R88-517-480-485 0,032
B2 R88-517-285-290 0,026 B2 R88-517-485-490 0*025

B2 R88-517-290-295 0.020 H2 RS8-517-490-495 0.024
B2 R88-517-295-300 0*038 B2 R88-517-495-500 0,084
D2 R88-517-300-305 0*024 D2 R88-517-500-505 0.051
B2 R88-517-305-310 0.049 B2 R88-517-505-510 0.087
B2 R88-517-310-315 0.045 B2 R8S-517-510-515 0.119

D2 R88-517-315-320 0,064 D2 R8S-517-515-520 0.081
B2 R88-517-320-325 0.157 B2 R88-517-520-525 0.030
B2 R8S-517-325-330 0.021 B2 R88-517-525-530 0.043
D2 R88-517-330-335 0.022 B2 R88-517-530-535 0.064
B2 R88-517-335-340 0.055 D2 R88-517-535-540 0.021

B2 R88-517-340-345 0,017 B2 R88-517-540-545 0,033
B2 R88-517-345-350 0.009 B2 R88-517-545-550 0.053
B2 R88-517-350-355 0.004 D2 R88-517-550-555 0.040
B2 R88-517-355-360 0,027 D2 R88-517-555-560 0.017
B2 R88-517-360-365 0,011 D2 R88-517-560-565 0.012

B2 R88-517-365-370 0.007
B2 R88-517-370-375 0.012

B2 R88-517-375-380 0.014
B2 R88-517-380-385 0.015
B2 R88-517-385-390 0,020

B2 R88-517-390-395 0.023
B2 R88-517-395-400 0,009
D2 R88-517-400-405 <0.002
B2 RB8-517-405-410 0.013
B2 RS8-517-410-415 0,022

B2 RS8-517-415-420 0,026
B2 R88-517-420-425 0.019

B2 R88-517-425-430 0.048
B2 R88-517-430-435 0.047
B2 R88-517-435-440 0-163

B2 R88-517-440-445 0.124 --------------------------------------------------------------------------------------------------

B2 R88-517-445-450 0.074
B2 R88-517-450-455 0,030
B2 R88-517-455-460 0.014
B2 R88-517-460-465 0.016

..... 

Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 
Lakewood, Color de 
(303) 989-14Q.t. 

REPORT! 098-1554 

SAMPLE 
NUMBER 

ELEMENT 
. UNITS 

D2 RSS-517-265-270 
D2 RSS-517-270-275 
D2 RSS-517-275-280 
D2 R88-517-280-285 
D2 R88-517-285-290 

D2 R88-517-290-295 
D2 R88-517-295-300 
D2 R88-517-300-305 
D2 R88-517-305-310 
D2 R88-517-310-315 

D2 R88-517-315-320 
D2 R88-517-320-325 
D2 R88-517-325-330 
D2 RBB-517-330-335 
D2 R88-517-335-340 

D2 RSS-517-340-345 
D2 R88-517-345-350 
D2 R88-517-350-355 
D2 R88-517-355-360 
D2 R88-517-360-365 

D2 R88-517-365-370 
D2 R88-517-370-375 
D2 R88-517-375-380 
D2 RBS-517-380-385 
D2 R88-517-385-390 

D2 R88-517-390-395 
D2 RBB-517-395-400 
D2 R88-517-400-405 
D2 R88-517-405-410 
D2 R88-517-410-415 

D2 RBB-517-415-420 
D2 R88-517-420-425 
D2 RBB-517-425-430 
D2 R88-517-430-435 
D2 R88-517-435-440 

D2 RBB-517-440-445 
D2 R88-517-445-450 
D2 R88-517-450-455 
D2 RSS-517-455-460 
D2 RSS-517-460-465 

Au 
OPT 

0,013 
0,030 
0,052 
0,028 
0,026 

0,020 
0,038 
0,024 
0,049 
0,045 

0,064 
0,157 
0,021 
0,022 
0,055 

0,017 
0,009 
0,004 
0,027 
0,011 

0,007 
0,012 
0,014 
0,015 
0,020 

0,023 
0,009 

<0,002 
0,013 
0,022 

0,026 
0,019 
0,048 
0,047 
0,183 

0,124 
0,074 
0,030 
0,014 
0,016 

BC 
QONDAR-CLEGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R88-517-465-470 0,020 
D2 R88-517-470-475 0,027 
D2 R88-517-475-480 0,031 
D2 R88-517-480-485 0,032 
D2 R88-517-485-490 0,025 

Il2 R88-517-490-495 0,024 
D2 R88-517-495-SOO 0,084 
D2 R88-517-500-505 0,051 
D2 R88-517-505-510 0,087 
D2 R88-517-510-515 0,119 

D2 R88-517-515-520 0,081 
D2 R88-517-520-525 0,030 
D2 R88-517-52S-S30 0,043 
D2 R88-517-530-535 0,064 
D2 R88-517-535-S40 0,021 

D2 RSS-517-540-545 0,033 
D2 R88-517-S4S-S50 0,053 
D2 R88-517-550-555 0,040 
D2 R88-517-555-560 0,017 
D2 R88-517-560-565 0,012 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

t

■»

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

EtROHM MINING CORP . 
MR. JIM BARRON 

P.O. BOX <185 
DEADUOOD r SD 
57732

Invoice t 13429? Rase 1

Date J 15-DEC-88

Report NoJ 

Project l 
Ref erencel

098-1554 

NONE LISTED 
NONE LISTED

60 Analyses of Gold 

8 u b t o t s 1
at $ 6.50 * 390.00

i 390.00 * 390.00

Sample Preparation
60 Samples of Asssy Prep 

1 Sample of Sample Pickup 
1359 Samples of Excessive Wetness 

Subtotal

at * 3.00 $ 180.00
at $12,00 $ 12.00
at $ 0.15 $ 203.85

$ 395.85 $ 395.85

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2% DEADW00D CITY SALES TAX 

Subtotal

$ 13.43
$ 6,72
$ 20,15 * 20.15

Invoice Totals % 806.00 U.S.

- n

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-CIIGG 

,, 
.,_ 

' I I 
. ! 

BROHM MINING CORP. 
trn JIM BARRON 
F,.O, IWX <185 
ltEM•WOOD, SD 

60 Anal~teb of Gold 
Subtotal 

s r. m :·., 1 e F· r r:.• p a r· a t l O I I 
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J. BARRON 02/12/88"TITLE 21-12-88 14:5S;02 098-1549 

"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 37 REFERENCE : NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample" 
" -9 No Value Recorded"
" Values above the upper limit are shown as -t-uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"

"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT
"SAMPLE PREPS"
" 40 SAMPLE TYPE-D
" 41 P17= 37
" 42 P23 = 1
"REMARKS"
" 50 FINAL RESULTS ARE REPORTED
H •* * * * II

37 0.002 99.999 Results Reported

DRILL CORE 
Assay Prep 
Sample Pickup

II

"FORMAT (A8„1X,A1,A1,1X,A20>1(1X,A79A1))"

"BEGIN " " Type " "Frac" "Sample ID" " Au" ^ /
"15490001" " D " ii ^ ,l "R88-517 -0-5 " 0.048 — *=>

"15490002" "D" 11 2 11 "R88-517 -5-10 " 0.019

"15490003" " D " "2" "R88-517 -10-15 " 0.012

"15490004" "D" "2" "R88-517 -15-20 " 0.004
"15490005" " D " ii ^ •* "R88-517 -20-25 " 0.006

"15490006" " D " ii 2 |i "R88-517 -25-30 " 0.005

"15490007" " D " "2" "R88-517 -30-35 " -0.002

"15490008" " D " " 2 " "R88-517 -35-40 " 0.004
"15490009" " D " "2" "R88-517 -40-45 " 0.003
"15490010" "D" ii 2 "R88-517 -45-50 " -0.002
"15490012" " D " " 2 " "R88-517 -50-55 " 0.004
"15490013" "D" "2" "R88-517 -55-60 " -0.002

"15490014" "D" 11 2 11 "R88-517 -60-65 " 0.003

"15490015" "D" ii 2 11 "R88-517 -65-70 " -0.002
"15490016" " D " "2" "R88—517 -70-75 " 0.002

"15490017" " D " "2" "R88-517 -75-80 " -0.002

"15490018" "D" ii 2 11 "R 8 8 — 517 -80-85 " 0.011
"15490019" "D" "2" "R88-517 -85-90 " 0.009

"15490020" "D" "2" "R88-517 -90-95 " 0.007

"15490021" "D" " 2 " "R88-517 -95-100 " 0.007

"15490022" "D" "2" "R88-517 -100-105 " 0.004

"15490023" " D " "2" "R88-517 -105-110 " 0.003

"15490024" " D " n 2 '• "R88-517 -110-115 " 0.007

"15490025" D " "2" "R88-517 -115-120 " 0.017

"15490026" " D " "2" "R88—517 -120-125 " 0.010
"15490027" "D" "2" "R88-517 -125-130 " 0.016
"15490028" " D " "2" "R88-517 -130-135 " 0.012
"15490029" " D " ii 2 •• "R88-517 -135-140 " 0.025— 13,*T- / So

"15490030" "D" " 2 " "R88-517 -140-145 " -0.002- 1 Ol8
"15490031" "D" "2" "R88-517 -145-150 " 0.029 —
"15490032" " D " "2" "R88-517 -150-155 " 0.012
"15490033" " D " "2" "R88-517 -155-160 " 0.010
"15490034" " D " ii 2 n "R88-517 -160-165 " 0.013
"15490035" " D " " 2 " "R88-517 -165-170 " 0.019
"15490037" "D" " 2 " "R88-517 -170-175 " 0.018
"15490038" " D " " 2 " "R88-517 -17 5-18.0 " 0.038 ------ iT'T-l^O
"15490039" " D " "2" "R88-517 -180-185 " 0.018'
"END" l £'<^,024

' 
TiTLE 21-12-88 14:59:02 098-1549 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 02/12/88" 
II 

37 REFERENCE: NONE LISTED 

+uplimt" Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
-lolmt (ie not detected)" 

ELNAME METHO 
01 Au FA 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 37 
42 P23= 1 

REMARKS" 

ECO UNI #SAM LOLMT 
OPT 37 0.002 

DRILL CORE 
Assay Prep 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
* ** W II 

UPLIMT 
99.999 

FORMAT (A8,1X,A1,Al,1X,A20,1(1X,A7,A1))" 
BEGIN II Type" "Frac" "Sample ID II II 

15490001 II D 2 R88-517-0-5 
15490002 II D 2 R88-517-5-10 
15490003 II D 2 R88-517-10-15 
15490004 II D 2 R88-517-15-20 
15490005 D 2 R88-517-20-25 
15490006 D 2 R88-517-25-30 
15490007 D 2 R88-517-30-35 
15490008 D 2 R88-517-35-40 
15490009 D 2 R88-517-40-45 
15490010 D 2 R88-517-45-50 
15490012 D 2 R88-517-50-55 
15490013 D 2 R88-517-55-60 
15490014 D 2 R88-517-60-65 
15490015 D 2 R88-517-65-70 
15490016 '0 2 R88-517-70-75 
15490017 II D 2 R88-517-75-80 
15490018 II D 2 R88-517-80-85 
15490019 II D 2 R88-517-85-90 
15490020 II D 2 R88-517-90-95 
15490021 II D 2 R88-517-95-100 
15490022 II D 2 R88-517-100-105 
15490023 II D 2 R88-517-105-110 
15490024 II D 2 R88-517-110-115 
15490025 -" D 2 R88-517-115-120 
15490026' D 2 R88-517-120-125 
15490027 D 2 R88-517-125-130 

"15490028 D '2 R88-517-130-135 
"15490029 D 2 R88-517-135-140 
15490030 D 2 R88-517-140-145 
15490031 D 2 R88-517-145-150 
15490032 D 2 R88-517-150-155 
15490033 D 2 R88-517-155-160 
15490034 D 2 R88-517-160-165 
15490035 D 2 R88-517-165-170 
15490037 D 2 R88-517-170-175 
15490038 II D 2 R88-517-175-180 
15490039 II D 2 R88-517-180-185 
END II 

COMMENTS" 
Results Reported II 

II 

II 

II 

II 

A u II I 
0.048- 5 
0.019 
0.012 
0.004 
0.006 
0.005 

-0.002 
0.004 
0.003 

-0.002 
0.004 

-0.002 
0.003 

-0.002 
0.002 

-0.002 
0.011 
0.009 
0.007 
0.007 
0.004 
0.003 
0.007 
0.017 
0.010 
0.016 
gi.012 
0. 025- I?.£"- / 5o 

-0.002-
r ~

1

(!__wol8 0. 029-
0.012 
0.010 
0.013 
0.019 
0.018 
0. 038 - 11-~- 19 0 
0.018-

' ,~@... ,ozq 

II 



J. BARRON 05/12/88"TITLE 14-12-88 13:36:20 098-1553 
"CLIENT BROHM MINING CORP.

"PROJECT NONE LISTED #SAMPLES: 16 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 16 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TY P E = D DRILL CORE II

" 41 P17— 16 Assay Prep >1

" 42 P 2 3= 1 Sample Pickup 11

"REMARKS"
" 50 FINAL RESULTS ARE REPORTED. 11

II Vc * Vr II
M

11

FORMAT 
BEGIN 
15530001" 
15530002" 
15530003"
15530004 "
15530006 " 
15530007" 
15530008" 
15530009" 
15530010" "D" "2"
15530011" "D" "2" 
15530012" "D" "2" 
15530013" "D" "2" 
15530014" "D" "2" 
15530015" "D" "2" 
15530016" "D" "2" 
15530017" "D" "2" 
END"

R88—517-185—190 
R88—517-190-195 
R88—517—195—200 
R88-517-200-205 
R88 —517 — 205 —210 
R88 — 517 — 210 — 215 
R88—517-215-220 
R88 — 517 — 220 —225 
R88—517—225—230 
R88 — 517 — 230 — 235 
R88—517-235—240 
R88 —517 — 240 — 245 
R88—517—245—250 
R88-517-2"60-255 

R88—517-255—260 
R88—517—260—265

(A8,1X,A1,A1,1XPA20,1(1X,A7!>A1)) 
"Type" "Frac" "Sample ID"

n q n 112 ii ** 
it d ii ii 2 11 M
"D" "2" 11
ii d ii n 2 11 M 
n q ii ii 2 ii |i 
ii o ii ii 2 h I* 
ii p ii ii 2 ii n 
n 0 ii n 2 " n

Au" 
0.032 ' 

0.010 
0.016 
0.013 
0.016 
0.038 
0.03 5— 
0.02 7' 
0.012 
0.002 
0.004 
0.004 
0.006 
0.115 — 
0.033 — 

0.006-

/7-r-

/ S" .02$

2-it> - Z'Z.S"

/S’<2. ro33

2 SO - 54&

40<2^. D&d-

"TITLE 14-12-88 13:36:20 098-1553 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 05/12/88" 
II 

16 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 16 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 16 
42 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
* ** W II 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN " "Type" "Frac" "Sample ID" II 

II 

II 

II 

II 

A u II 

II 

15530001 II 
11 D II 2 11 11 R 8 8-517-185-1,.l9!J0L __ _::11 

__ J0L... 0~3l2..:..-=-----------
15530002 11 D 2" "R88-517-190-195 0.010 
15530003 II D 2" "R88-517-195-200 0.016 
15530004 D 2" "R88-517-200-205 0.013 
15530006 D 
15530007 D 

2 11 'R 8 8 - 51 7 ~2~0~5=:2:__:!1~0~--~-~0.;.-~0'._:!1~6~-----::::~--;:;-::-r=--------
2" R88-517-210-215 0.038- Z..10-2'2.~ 

15530008 D 

II 

15530009 D 
15530010 11 D 

2 11 R88-517-215-220 0. 03 5- / ~'@, r o.33 
2 11 R 8 8-517 -2 2 0-2~2~5~-~:;----;;-0 .:..· ~0:;=-2-;;7 _________ -________ _ 
2" R88-517-225-230 0.012 

15530011" D 2" R88-517-230-235 0.002 
15530012" D 2 R88-517-235-240 0.004 
15530013" D 2 RBB-517-240-245 0.004 
15530014" D 
15530015" D 
15530016" D 

2 R88-517-245-250 0.006 
2 R88-517-2~5~0~-~2~5~5:........----~0~.~1~1~5--~---2-5-0---~-4-6-
2 R88-517-255-260 0. 033 -

15530017" D 
END II 

2 R 8 8 - 5 1 1 - 2 6 0 - 2 6 5 0 . 0 0 6 - q O 'e-_ 04 k 
I 
f . 



'TITLE 14-12-88 08:29:10 098-1554 
'CLIENT BROHM MINING CORP.
'PROJECT NONE LISTED #SAMPLES:
'SPECIAL VALUES"
' IS Insufficient Sample"
' -9 No Value Recorded"
' Values above the upper limit are 
' Values below the lower limit are 

'DETERMINATIONS"
1 ELNAME METHO ECO
1 01 Au FA
'SAMPLE PREPS"
' 40 SAMPLE TY P E = D
1 41 P17- 60
' 42 P 2 3= 1
1 43 P64=1359
'REMARKS"
' 50 FINAL RESULTS
• Vf * * * 11
'FORMAT (A8,1X,A1»A1,1X,A20,1(1X,A7 
'BEGIN " "Type" "Frac" "Sample ID"

BARRON 05/12/88"

60 REFERENCE: NONE LISTED

shown
shown

as
as

-t-uplimt" 
-1olmt (ie not detected)

UNI
OPT

# S A M 
60

LOLMT
0.002

UPLIMT
99.999

COMMENTS"
Results Reported

DRILL CORE 
Assay Prep 
Sample Pickup 
Excessive Wetness

ARE REPORTED

Al))

15540001' 
'15540002' 
15540003' 
'15540004' 
15540005' 
'15540007' 
15540008' 
'15540009' 
15540010' 

'15540011' 
15540012' 
'15540013' 
15540014' 
'15540015' 
'15540016' 
'15540017' 
15540018' 

'15540019' 
'15540020' 
'15540021' 
'15540022' 

'15540023' 
'15540024' 

'15540025' 
15540026' 

'15540027' 
15540028' 

'15540029' 
15540030' 
'15540032' 
'15540033' 
'15540034' 
15540035' 

'15540036' 
15540037' 

'15540038' 
15540039' 
'15540040' 
15540041' 
'15540042' 
'15540043' 

'15540044' 
'15540045'

'D" 

'D" 

' D " 

1 D " 

1 D " 

' D " 

1 D " 

' D " 

' D " 

'D" 

1 D " 

'D" 

1 D " 

' D " 

1 D " 

' D " 

'D" 

'D" 

1 D " 

' D,"

I Q H

'D" 
'D" 
,D" 

'D" 
,D" 

1 D "

i D „
1 D "
I 0 M
' D " 
1 D " 
1 D " 
'D" 
1 D " 
1 D " 
'D" 
■D" 

1 D " 
' D " 
1 D " 
'D" 
1 D "

2' 
'2' 
2' 
'2' 
2' 

1 2' 
1 2 ' 
'2' 

'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 
'2' 

'2' 

’2' 
'2' 
2' 
'2' 
2' 
'2' 
'2' 
'2' 
'2' 
'2' 
2 1 
'2' 
2' 

i 2 1 
2' 
'2' 
'2' 

'2' 

’2‘

"R88- 
"R88- 
"R88- 
" R 8 8- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
" R8 8- 
"R88- 

"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
"R88- 
" R88-

517-
517-
517-
517-
517-
■517-
517-
•517-
517-
■517-
517-
■517-
517-
■517-
517-
•517-
517-
•517-
517-
■517-
517-
■517-
517-
•517-

517-
■517-
517-

•517-
517-
■517-
517-
■517-
517-
517-
517-
517-
517-
517-
517-
■517-
517-
■517-
517-

265-
■270-
275-
■280-
285-
■290-
■295-
■300-
■305-
■310-
•315-
■320-
325-
•330-
■335-
•340-
■345-
■350-
■355-
•360-
365-
■370-
■375-

■380-

270 
■275 
280 
■285 
290 
•295 
300 

■3 0 5 
310 
■315 
■320 
■325 
•330 
■335 
340
■345
■350
■355
360
■365
370
■375
380

M5-
■385- 
■390- 
395- 

■4 0 0- 
405-

390
395
400
■405
410

•410-
■415-
-420-
■425-
•430-
435-
■440-
•445-
■450-
455-
■460-
■465-
•470-
■475-

■415
•420
•425
■430
■435
440
•445
•450
■455
460
■465
•470

■475
■480

Au" 
013 — 
030 — 
052 — 
028 — 
026 —
020 -----
038 ■—
024-----
049 -----

.045-----
064 — 

.157 —
021------

.022'-----
0 5 5'—

ZSo 2,40

0 
0, 
0

017
009
004
027

011
007

012
014
015

—

020 • 

023
009

.002
013

/O ‘<P ^2 7-

— 4-to- SS£

TITLE 14-12-88 08:29:10 098-1554 
CLIENT BROHM MINING CORP. 

J. BARRON 05/12/88" 
II 

PROJECT NONE LISTED #SAMPLES: 60 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

1 DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(ie not detected)" 

01 Au FA OPT 60 0.002 99.999 Results Reported II 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 

DRILL CORE 
Assay Prep 

42 P23= 1 
43 P64=1359 

REMARKS" 

Sample Pickup 
Excessive Wetness 

50 FINAL RESULTS ARE REPORTED. 
**** II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN " Type" "Frac" "Sample ID" 
15540001 D" 2 11 "R88-517-265-270 
15540002 D" 2" "R88-517-270-275 
15540003 D 2" "R88-517-275-280 
15540004 D 2' "R88-517-280-285 
15540005 D 2 'R88-517-285-290 
15540007 D 2 R88-517-290-295 
15540008 D 2 R88-517-295-300 
15540009 D 2 R88-517-300-305 
15540010 D 
15540011 D 
15540012 D 
15540013 D 
15540014 'D 
15540015 D 

2 R88-517-305-310 
2 R88-517-310-315 
2 1 R88-517-315-320 
2 R88-517-320-325 
2 R88-517-325-330 
2 R88-517-330-335 

II 

II 

II 

II 

II 

A u II 
0.013-
0.030-
0. 052 -
0. 028 -
0. 026-
0. 020 -
0. 038 -
0.024-
0. 049 -
0.045-
0. 064-
0 .157-· 
0.021-
0.022-

2 t;o - 3 40 

I qo ~ ,a44 

D 
D 
D 
D 
D 
0, 
D 
D 
D 
D 

R88-517-335-~3~4~0------;:----0;;--.~0~5~5-__________ _ 
R88-517-340-345 0.017 
R88-517-345-350 0.009 
R88-517-350-355 0.004 
R88-517-355-360 0. 027 - S--

1 R88-517-360-365 0.011 
R88-517-365-370 0.007 
R88-517-370-375 0.012 
R88-517~375-380 0.014 

R88-517-~3~8~0~-~3~8~5~----:-:--~0~.0~1~5-=:-------
R88-517-385-390 0. 020 - '!16-s'- 10,r 
R88-517-390-1,95 0. 023 - /0 '(!___,o22-
R88-517-395-400 0.009 -
R88-517-400-405 -0.002 
R88-517-405-410 0.013 

II 

15540016 
15540017 
15540018 
15540019 
15540020 
15540021 
15540022 
15540023 
15540024 
15540025 
15540026 
15540027 
15540028 
15540029 
15540030 
15540032 
15540033 
15540034 
15540035 
15540036 
15540037 
15540038 
15540039 
15540040 
15540041 

'D 
D 
D 
D 
D 
D 
D 
D 
D 
D 
D 

2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 
2 

R88-517 n4T1~0~-a411~5:---~~-00~.70~2~2;-::=:-----------:-,---------
R88-517-415-420 0. 026 - ¢10 - 55£" 

I 15540042 I 

II 15 5 40 0 43 II 
II 155 4 00 4 4 II 
II 1 5 5 4 0 0 4 5 II 

D 2 
D 2 
D 2 
D 2 
D 11 2 11 

D 11 11 2" 
D" "2" 
D 11 11 2" 

R88-517-420-425 0.019-
R8~-517-425-430 0. 048 -
R88-517-430-435 0.047-
R88-517-435-440 0.183 -
R88-517-440-445 0.124 -
R88-517-445-450 0.074 -
R88-517-450-455 0.030 -
R88-517-455-460 0. 014 -

'R88-517-460-465 0.016-
"R88-517-465-470 0.020 -
"R88-517-470-475 0.027 -
"R88-517-475-480 0.031 -



15540046" " D " "2" "R88—517-480-485 II 0.032 —
15540047" " D " n 2 h "R88—517—485-490 II 0.025 —
155400'4 8" " D " "2" "R88 —517 — 490 —495 II 0.024 —
15540049" " D " "2" " R8-8 — 517 — 495 — 500 II 0.084 *----
15540050" " D " u 2 n " R 8 8 —51 7 — 5 0 0 — 5.0 5 II 0.051------

15540051" " D " II 2 "R88—517—505—510 II 0.087 —
15540052" "D" " 2 " "R88—517—510—515 II 0.119 ------
15540053" " D " "2" "R88 —517 — 515 —520 II 0.081--------
15540054 " " D " "2" "R88—517—520—525 II 0.030------
15540055" " D " "2" "R88—517—525—530 II 0.043-------
15540057" "D" "2" "R88—517—530—535 II 0.064 -----
15540058" "D" ii 2 11 "R88—517—535—540 II 0.021-—
15540059" "D" "2" "R88 — 517 — 540 —545 II 0.033 -—
15540060" " D " ii 2 n "R88-517—545—550 II 0.053.----
15540061" " D " "2" "R88—517—550—555 II 0.040-—
15540062" "D" ii 2 "R88—517—555—560 11 0.017
15540063"
END"

"D" "2" "R88—517-560-565 II 0.012

II 155 4 0 0 4 6 II II D II 11211 11 R88-517-480-485 JI 0. 032-
II 15 5 400 4 7 II II D II II 211 11 R88-517-485-490 II 0. 025-
Jl155400'48JI II D II 11211 R88-517-490-495 II 0. 024 - -:;~ s 
JI 15 5 4 00 4 9 II II D II II 2 JI R88-517-495-500 II 0. 084-- 4,0-
"15540050JI II D II 2 JI R 88-517-50 0-5.0 5 JI 0.051-
II 15540051 JI II D II 211 R88-517-505-510 JI 0. 087 -

1
4-~ 'e-,,o~I 

II 155 4 0 0 5 2 JI JI D II 2 II R88-517-510-515 II 0 .119 -
Jl15540053 JI D II 2 II R88-517-515-520 JI 0.081-
11 15540054 II D II 211 R88-517-520-525 II 0.030-
11 15540055 'D 11211 'R88-517-525-530 II 0.043-

15540057 D 2 11 R88-517-530-535 0. 064 -
15540058 D 2 11 R88-517-535-540 0.021-
15540059 D 2 11 R88-517-540-545 0. 033-
15540060 D' 2 11 R88-517-545-550 0. 053 -
15540061 D II 2 "R88-517-550-555 0. 040-
15540062 D II 2 11 R88-517-555-560 0.017 
15540063 D II JI 2 JIR88-517-560-565 0.012 
END JI 

ff 



J . BARRON 05/12/88TITLE 14-12-88 13:35:16 098-1555 
CLIENT BROHM MINING CORP.
PROJECT NONE LISTED #SAMPLES: 14 REFERENCE: NONE LISTED
SPECIAL VALUES"

IS Insufficient Sample"
-9 No Value Recorded"

Values above the upper limit are shown as -t-uplimt"
Values below the lower limit are shown as -lolmt (ie not detected)"

DETERMINATIONS"
ELNAME METHO ECO UNI # S A M LOLMT UPLIMT COMMENTS"

01 Au FA OPT 14 0.002 99.999 Results Reported
SAMPLE PREPS"

40 SAMPLE TYPE=D DRILL CORE 11
41 P1 7 — 14 Assay Prep II
42 P 2 3 = 1 Sample Pickup 11
43 P 6 4= 209 Excessive Wetness 11

REMARKS"
50 FINAL RESULTS ARE REPORTED. II

FORMAT (A 8,1X,A1,A1,1X,A20,1(1X,A7,A1) ) "

BEGIN " 11 Type " "Frac" "Sample ID" " Au"
15550001" " D " n 2 m " R 8 8 -517 -565-570 " 0.010
15550002 " "D" "2" " R 8 8 -517 -570-575 " 0.014
15550003" "D" "2" " R 8 8 -517 -575-580 " 0.0 25 ----------

15550004" " D " "2" " R 8 8 -517 -580-585 " 0.022----------

15550005" 11 D " ii 2 " R 8 8 -517 -585-590 " 0.009
15550006" "D" "2" " R 8 8 -517 -590-595 " 0.014
15550008" " D " " 2 " " R 8 8 -517 -595-600 " 0.074 ----------

15550009" "D" " 2 " " R 8 8 -517 -600-605 " 0.068 —
15550010" " D " "2" " R 8 8 -517 -605-610 " 0.040-----------

15550011 " " D " "2" " R 8 8 -517 -610-615 " 0.038 — /

15550012" " D " " 2 " " R 8 8 -517 -615-620 " 0.038----------

15550013" " D "
11 2 >1 " R 8 8 -517 -620-625 " 0.052'— 1

15550014" " D " n 2 •* " R 8 8 -517 -625-630 " 0.0 2 3—
15550015" "D" ii 2 11 " R 8 8 -517 -630-635 " 0.012-
END"

sK-^r

?o'
(? .032-

"TITLE 14-12-88 13:35:16 098-1555 
CLIENT BROHM MINING CORP. 

J. BARRON 05/12/88" 
II 

PROJECT NONE LISTED #SAMPLES: 14 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(ie not detected)" 

01 Au FA OPT 14 0.002 99.999 Results Reported II 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 14 
42 P23= 1 
43 P64= 209 

REMARKS" 

DRILL CORE 
Assay Prep 
Sample Pickup 
Excessive Wetness 

50 FINAL RESULTS ARE REPORTED. 
')\-*** II 

FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
BEGIN II Type" "Frac" "Sample ID II 
15550001 D 2 R88-517-565-570 
15550002 D 2 R88-517-570-575 

I 15550003 D 2 R88-517-575-580 
15550004 D 2 R88-517-580-585 
15550005 D 2 R88-517-585-590 
15550006 D 2 R88-517-590-595 
15550008 D 2 R88-517-595-600 
15550009 D 2 R88-517-600-605 
15550010 D 2 R88-517-605-610 
15550011 D 2 R88-517-610-615 
15550012 D 2 R 8 8 - 5 1 7 - 6.1 5 - 6 2 0 
15550013 D 2 R88-517-620-625 

"15550014 D 2 R88-517-625-630 
"15550015 D 2 R88-517-630-635 
II END II 

II 

II 

II 

II 

II 

A LI II 

0.010 
0.014 
0. 025 -
0. 022 -
0. 009 
0.014 
0.074-
0.068-
0. 040-
0. 038 -
0. 038 -
0.052-
0. 023--
0. 012 -

II 

s't-~-G.4~ 

~ 9o' 
(? @._ .c,32--

1~ 

II 



J. BARRON 02/12/88"TITLE 21-12-88 08:34:10 098-1558 

"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 46 REFERENCE: NONE LISTED

"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"

"DETERMINATIONS"
" ELNAME METRO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 46 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE-D DRILL CORE
" 41 P17- 46 Assay Prep 11
" 42 P 6 4 = 871 Excessive Wetness "

" 43 P 2 3-
"REMARKS"

1 Sample Pickup 11

" 50 FINAL RESULTS ARE REPORTED. II
II Vc * Vf * II
"FORMAT (A 8 „ IX 9A19A191X9A2091(1X9A7,A1))"
"BEGIN " "Type " "Frac" "Sample ID" " Au"
"15580001" " D " " 2 " "R88—517—635-640 0.008- 1o'&, .02z-
"15580002" " D " "2" "R88-517-640-645 0.020------
"15580003" "D" ii 2 n "R88-517-645—650 0.011
"15580004" " D " "2" "R88-517-650-655 0.012
"15580005" " D " "2" "R88-517-655—660 0.011
"15580006" " D " "2" "R88 —517 — 660 —665 0.022 — 0,0=0 - K>o
"15580007 " " D " "2" "R88-517-665-670 0.036------
"15580008" "D" ii 2 » "R88-517-670-675 0.007- 4G& to
"15580009" "D" m 2 " "R88-517-675—680 0.020 ----
"15580011" " D " "2" "R88—517—680—685 0.015-
"15580012" "D" "2" "R88 — 517 —685 —690 0.012-
"15580013" " D " "2" "R88—517-690-695 0.025 -----
"15580014" " D " ii 2 H "R88—517—695-700 0.073'-----
"15580015" " D " "2" "R88 —517 — 700-705 0.018
"15580016" " D " "2" "R88 — 517 — 705 —710 0.010
"15580017" "D" ii 2 >• "R88—517-710-715 0.005
"15580018" " D " "2" "R88-517—715—720 0.017

"15580019" "D" "2" "R88 — 517 — 720 — 725 0.015
"15580020" " D " "2" "R88-517—725—730 0.017
"15580021" "D" "2" "R88-517-730-735 0.011
" 15580022 "
"15580023"

" D "
" D "

ii 2 11
"2"

"R88-517-735-740 
"R88 —517 — 740 — 745

0.044'— 
0.0 20  ... / o '<»_ ,022—

"15580024" "D" "2" "R88—517-745-750 0.012
"15580025" "D" "2" "R88-517-750-755 0.015
" 15580026 " " D " II 2 M "R88 — 517 — 755 — 760 0.015
"15580027"
"15580028"

"D"
"D"

" 2 " 

ii 2 *'

"R88 —517 — 760 —765
"R88—517-765-770

07010“ — 

0.047 —
"15580029" " D " " 2 " "R88 — 517 — 770 — 775 0.147 — ,/3Z~
"15580030" "D" ii 2 ^ "R88—517—775-780 0.127----
"15580031" " D " "2" "R88 —517 — 780 —785 0.560 —
"15580032" " D " " 2 " "R88—517-785—790 0.013
"15580033" "D" II 2 H "R88-517-790-795 0.015
"15580034" "D" ii 2 " "R88 —517 — 795-800 0.008
"15580036" "0" ii 2 "R88—517-800—805 0.008
"15580037" " D " "2" "R88 — 517 —805 —810 0.008
"15580038" "D" " 2 " "R88-517-810-815 0.003
"15580039" "D" " 2 " "R88-517—815-820 0.005
"15580040" "D" "2" "R88-517-820-825 0.005
"15580041" "D" "2" "R88—517-825-830 0.004
"15580042" " D " "2" "R88-517—830-835 0.005
"15580043" "D" M 2 H "R88—517-835—840 0.013
"15580044" " D " " 2 " "R88-517-840-845 0.006

"TITLE 21-12-88 08:34:10 098-1558 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 02/12/88" 
II 

46 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 46 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 46 
42 P64= 871 
43 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
**** II 
FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 

II 

II 

II 

II 

II 

BEGIN II Type" "Frac" "Sample ID" 11 Au" STS"-C:,4S' 

II 

' 15 5 8 0 0 01 D 2 1 R 8 8- 51 7 - 6 3 5- 6 4 0 0 . 0 0 8 - '1.n' .-a .o3'2-
15580002 D 2 R88-517-640-~6~4~5 __ ~:._-~0!L,_.~0~2~0.=:_ __ __!.;.7V:-=::~:=:-::::----
15580003 
15580004 
15580005 
15580006 
15580007 
15580008 
15580009 
15580011 
15580012 
15580013 
15580014 
15580015 
15580016 
15580017 
15580018 
15580019 
15580020 
15580021 
15580022 
15580023 
15580024 
15580025 
15580026 
15580027 
15580028 
15580029 
15580030 
15580031 
15580032 
15580033 
15580034 
15580036 
15580037 
15580038 
15580039 
15580040 
15580041 
15580042 
15580043 
15580044 

D 
D 
D 

2 
2 
2 

D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 1 

D 2 
D 2 
D 2 
D 2 
D 11 2 
D 11 2 
D 11 2 
D 11 2 
D 11 2 
D " 2 
D 11 2 
D" 2 
D 11 2 
D 11 2 
D " 2 
D 11 2 
D 11 2 
D 11 2 
D " 2 
D 11 2 
D 11 2 

R88-517-645-650 0.011 
RBS-517-650-655 0.012 
R88-517-~6~5~5_-~6~6~0;_ __ .,.,--_ ___,;0~.~0~1~1;._. ____ _ 
RSB-517-660-665 0. 022 -
R88-517-665-670 0.036-
RSS-517-670-675 0.007-
R88-517-675-680 0.020-
RBB-517-680-685 0.015-
R88-517-685-690 0.012-
R88-517-690-695 0. 025 -
R88-517-695-7::-:::-0~0----,.:---0;,..;...0,....,..7~3--__ _ 
R88-517-700-705 0.018 
R88-517-705-710 0.010 
RSB-517-710-715 0.005 
R88-517-715-720 0.017 
R88-517-720-725 0.015 
R88-517-725-730 0.017 
R88-517-7_3:;__0_-_7~3~5 _____ _;;_0~·~0~1~1---~=---=-""77i• 
R88-517-735-740 0.044- r~5-~4~ 
R88-517-740-7~4::.::_5 _____ ~0"""-0~2'-"'-0--____ ,_o~•e.te..:,_~~j~'2,....:::_ 

R88-517-745-750 0.012 
R88-517-750-755 0.015 
R88-517-755-760 0.015 
R88-517 ~7~6~0'-~7n6~5:-----;r,---0n:-.~0~3~0===-----7{:;;o----~-fb-S"-
R88-517-765-770 0.047-
R 8 8 - 5 1 7 - 7 7 0 - 7 7 5 0 . 14 7 - '"2--SI(!._ _ /82-
R88 - 517 - 775 - 780 0.127-
R88-517-780-7;;;-;:8~5-----;-:--~0:-'"":.5~6::-::-0_-_______ _ 
R88-517-785-790 0.013 
R88-517-790-795 0.015 
R88-517-795-800 0.008 
R88-517-800-805 0.008 
R88-517-805-810 0.008 
R88-517-810-815 0.003 
R88-517-815-820 0.005 
R88-517-820-825 0.005 
R88-517-825-830 0.004 
R88-517-830-835 0.005 
R88-517-835-840 0.013 
R88-517-840-845 0.006 

II 



X b b 8 0 V> ir5~" ’’IT" ^ ’ ‘ K 0 b — 6 X / — 0 4b-ob V) “ W . w Wo
"15580046" "D" "2" "R88-517-850-855 " 0.010
"15580047" "D" "2" "R88-517-855-860 " 0.011
" 1 '5 5 8 0 0 4 8 " "D" "2" "R88-517-860-865 " 0.007

"END"

I 5 o 8 0 Ill l.lo~~~--z-~~1n3~-r7 - ts 4 5 - 8 5 (t,f 

11 15580046 11 "0 11 11 2 11 11 R88-517-850-855 
11 1558~0.47 11 "0" 11 2 11 11 R88-517-855-860 
11 1!5580048" 11 0 11 11 2 11 11 R88-517-860-865 
II END II 

II 

II 

II 

Ill • Ill io 
0.010 
0.011 
0.007 



3. BARRON 04/12/8 8T'lTLE 21-12-88 15:07 : 33 098-1609 

CLIENT BROHM MINING CORP.
PROJECT NONE LISTED #SAMPLES: 16 REFERENCE: NONE LISTED
SPECIAL VALUES"

IS Insufficient Sample"
-9 No Value Recorded"

Values above the upper limit are shown as -t-uplimt"
Values below the lower limit are shown as -lolmt (ie not detected)

DETERMINATIONS"
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

01 Au FA OPT 16 0.002 99.999 Results Reported "
SAMPLE PREPS"

40 SAMPLE TY P E = D DRILL CORE
41 P17= 16 Assay Prep II
42 P 6 4 = 370 Excessive Wetness II
43 P 2 3- 1 Sample Pickup II

REMARKS"
50 FINAL RESULTS ARE REPORTED.

* * * 11
FORMAT (A 8 , IX , A1,A1 , IX , A 2 0 „ 1 (1X , A 7 „ A1) ) 11
BEGIN " "Type" "Frac" "Sample ID" " Au
16090001 " "D" "2" " R88 -517-865-870 II 0.017
16090002" " D " "2" " R 8 8 -517-870-875 II 0.028
16090003" " D " "2" " R 8 8 -517-875-880 II 0.008

16090004" " D " "2" " R 8 8 -517-880-885 II 0.014

16090005" " D " "2" " R 8 8 -517-885-890 II 0.010
16090006" "D" "2" " R 8 8 -517-890-895 II 0.016
16090007" " D " "2" " R 8 8 -517-895-900 II 0.017
16090008" " D " it 2 m " R 8 8 -517-900-905 II 0.007
16090009" " D " "2" " R 8 8 -517-905-910 11 0.002
16090010" " D " "2" " R 8 8 -517-910-915 11 0.003
16090012" " D " "2" " R 8 8 -517-915-920 II -0.002

16090013" " D " "2" " R 8 8 -517-920-925 11 0.002
16090014" "D" "2" " R 8 8 -517-925-930 11 0.007

16090015" " D " "2" " R 8 8 -517-930-935 11 -0.002

16090016" " D " "2" " R 8 8 -517-935-940 11 -0.002
16090017 " " D " "2" " R88 -517-940-945 11 0.002

END"

-TP

11 T1ITLE 
0

21-12-88 15: 07: 33 098-1609 
"CLIENT BROHM MINING CORP. 
"PROJECT NONE LISTED #SAMPLES: 
"SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 04/12/88" 
II 

16 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 16 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 16 
42 P64= 370 
43 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
* * * * II 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II Type" 11 Frac" "Sample ID II 

16090001 D 2 R88-517-865-870 
16090002 D 2 R88-517-870-875 
16090003 D 2 R88-517-875-880 
16090004 D 2 R88-517-880-885 
16090005 D 2 R88-517-885-890 
16090006 D 2 R88-517-890-895 
16090007 D 2 "R88-517-895-900 
16090008 D 2 'R88-517-900-905 
16090009 D 2 R88-517-905-910 
16090010 D 2 R88-517-910-915 
16090012 D 2 R88--517-915-920 
16090013 D 2 R88-517-920-925 
16090014 D 2" R88-517-925-930 

"16090015 'D 2 II R88-517-930-935 
"16090016 II D 2" R88-517-935-940 
"16090017 II D 2 II R88-517-940-945 
II END II 

-fD 

II 

II 

II 

II 

II 

Au" 
0.017 
0. 028-
0.008 
0.014 
0.010 
0.016 
0.017 
0.007 
0.002 
0.003 

-0.002 
0.002 
0.007 

-0.002 
-0.002 

0.002 

II 

( 
s 

II 

II 
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